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Size Lbs/In Part Number
1/2 .388 128214
5/8 .579 128230
3/4 .808 128256

1 1.379 128272

1 1/4 2.103 128298

1 1/2 2.979 128311

2 5.188 128337

2 1/2 8.004 128353

3 12.000 421125

3 1/4 14.000 581739

■  Nominal Chemicals:   Copper 90%, Tin 10%
■  Average Physical Properties:   Density 6.4-6.8 g/c.c., Strength Constant (k) 22,500, Porosity 18% Min
■  Specifications:   SAE 841, ASTM B 438
■  Stocked in 6 1/2“ lengths
■  After forming, sintering and sizing, the finished bearings are impregnated with SAE 30 high grade, non-detergent  
    mineral oil conforming to MIL-L-15016A.
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Bronze Rod & Bar

Solid Sintered Bearing Bronze Bars (SAE 841)

Tubular sintered bronze is also available on application.
Prices and delivery of non-stock items are available upon request.
Dimensions are in inches. All weights are approximate.
Sizes not shown may be available upon request.


